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A new type of domain in twisted-wedge negative nematics is reported. The wedge shape allows the separa
tion of ordihary and extraordinary beams that can be studied separately. In these conditions, at least five 
different regions can be detected, depending on applied voltages and frequencies. Both rays are shown to 
yield different diffraction patterns. The relative light intensity of several spots of these patterns is also 
studied. 

l. lntroduction 

In the last few years, increasing interest in the use of 
liquid crystals (LC) as nonlinear optical media has de
veloped. A large number of papers1 ha ve been devoted 
to this field. Several LC-based optical devices using 
different configurations and electric, magnetic, or op
tica12-12 external fields have been proposed. Moreover 
LC cells ha ve offered a new interest in the field of optical 
bistability. Certain new effects, closely related to the 
path to chaos, have been found. .These phenomena 
open interesting possibilities in a field where many new 
findings are still appearing. 

On the other hand, although electrohydrodynamic 
instabilities in negative nematic LCs have been exten
sively studied since the pioneering works by Freeder
icksz13 and Naggiar,14 there are many phenomena, not 
reported yet, that should be taken into consideration 
for a better understanding of the dynamic behavior of 
these materials. 

In this paper, a new kind of electrooptical effect, 
based on one reported by sorne of us,15 is presented. 
The main interest in this effect is its unique electrohy
drodynamic behavior. In sorne cases, this effect could 
be employed in light modulation in the same way as in 
the laser beam modulator reported previously.l2 Our 
present objective is to show that different domains can 
be obtained in twisted-wedge nematic structures and, 
at the same time, study their time response when a 
pulsed signal is applied to the LC cell. ·As will be shown, 
new types of domain, other than Williams and chevron 
commonly reported, take place for different ranges of 
voltages and frequencies. 

Ogawa et al. 16 described an electrooptical effect in a 
twisted-nematic liquid cell. Their experiment shows 
a twisted-nematic structure induced by an electric field. 
The initial configuration was a homeotropic one, but a 
previous rubbing of the glass plates imposes its action 
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when a certain electric field is applied. If the rubbing 
direction for the glass plate at one side of the liquid 
crystallayer is perpendicular to the opposite one, the 
resulting Williams domain pattern is formed at 45° with 
respect to both directions. N o indications of the effect 
of polarization of the incident radiation on the output 
beam polarization are given. The transmitted-light 
response curves, measured with He-Ne laser light and 
parallel polarizers, are shown for two frequencies, 
namely, 10 and 100kHz. Another experiment of this 
type has been reported by Raynes, 17 but in this case a 
twisted configuration is used from the beginning. 
Williams domains are again reported, and the possibility 
of obtaining the molecular rotation direction depending 
on the Williams domain direction is shown. 

Both experiments are done with planar structures 
and with polarized light. Hence no results are given for 
unpolarized laser light. This is the usual experimental 
setup when dealing with planar cells, since ordinary and 
extraordinary rays move through the same path. 
However, wedge structures make possible separating 
both beams, yielding new effects depending upon the 
beam chosen for the experiment. 

11. Experimental 

N- (p- methoxybenzylidene)- p - n - butylaniline 
(MBBA) synthesized by us18 has been used as a nematic 
LC. The working temperature is 25°C. Glass plates 
coated with transparent Sn02 electrodes deposited by 
conventional spraying are used. 

The device (Fig. 1) is a wedge structure constructed 
with two glass plates separated by a 125-p.m Mylar 
spacer placed at one edge of the cell; a prisma tic angle 
of "'1 ° is obtained in this way. The molecular config
uration is a 1r/2 twist obtained by the classical me
chanical and chemical surface pretreatment described 
elsewhere.19 A similar device with a different molecular 
configuration has been proposed by us4•5 as an analog 
and digitallight deflector as well as an optical modu
lator. 

Square-wave voltage signals of up to 50-V P-P were 
imposed with frequencies from 1 Hz to 10 kHz. 

The diffraction patterns (Fig. 2) were observed by 
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Fig. l. Wedge-shaped structure used for the experiments. 

projecting from the sample onto a screen located at 1.5 
m. Polarized and unpolarized 0.5-m W He-Ne laser 
beams were employed in the study. The incident beam 
was in all cases orthogonal to the frontal surface of the 
cell. The laser beam diameter on the cell was 0.4 mm. 
The thickness of the region under study was "'30 J.Lm. 
Polarization of the output light was studied by a po
larizing beam splitter. 

Light intensities were measured at different points 
of the pattern by a TIL 81 phototransistor working in 
the photodiode mode located far enough (1.5 m) from 
the cell. 
111. Results 

With the scheme described above and no voltage 
imposed, either one or two spots appear on the screen 
depending on the laser polarization. When a nonpo
larized laser is used, the prismatic structure splits the 
beam into its ordinary and extraordinary compo
nents.20 

When a certain voltage is applied, the above situation 
starts to change depending on the applied voltage and 
the frequency. To achieve a better understanding of 
the results, two different experimental configurations 
(Fig. 3) have been employed. In Fig. 3(a), the LC 
molecules are arranged so that the refractive index seen 
by a polarized laser beam is the extraordinary one. The 
output light will be, according to the twisted configu
ration, orthogonally polarized with respect to the input 
beam. In Fig. 3(b) the refractive index seen by the light 
is the ordinary one. As in the above case, the emerging. 
laser ray will show a polarization orthogonal to the in
cident beam. The resulting effects are different de
pending on the chosen configuration. 

In a recent paper15 it was shown that four different 
regions-no domains, Williams, Sigilliaria, and dynamic 
scattering-could be formed in twisted structures by 
raising the P-P amplitude of a square ac voltage at fixed 
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Fig. 2. Experimental setup. 
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Fig. 3. Experimental arrangement for polarized beams. The inci
dent beam acts as an extraordinary (a) or ordinary (b) beam; the 

output beam atO Vis always perpendicular to the input beam. 

frequency between 1 and 1000Hz. In that paper, an 
unpolarized laser beam was taken as the input beam, 
and no distinction was made between both types of 
polarization, that is, normal or parallel to the direction 
of the first molecular layer. A closer look, taking into 
account these considerations, allows detection of a fifth 
region in the same frequency range. 

If we use the arrangement shown in Fig. 3(a), the 
following steps are obtained: 

11-Vp_p 12-Vp_p 
no domains --l>- fish-bone domains --l>- scattering, 

where fish-bone is the tentative name of the diffraction 
pattern (Fig. 4) now found. The texture domains ofthis 
pattern are shown in Fig. 5. The numbers over the ar
rows are typical values ofpeak-to-peak voltages in the 
experiment. The conditions were: 30-J.Lm sample 
thickness; 25°C temperature, 100-Hz fixed frequency. 
These voltages are slightly affected by thickness and 
temperature but are almost constant with frequency 
between 10 and 500Hz. 

An interesting feature of these domains is that the 
size of the pattern, as projected onto the screen, is 
strongly dependent on the voltage and frequency. As 
a matter of fact, the pattern becomes larger as the 
voltage increases and smaller when the frequency is 
raised. Both formation and variation of the pattern 
may take a fairly long time, 1-2 min and even more, 
depending on the working temperature. 



Fig. 4. Fish-bone diffraction pattern. This picture was taken at 
11.2-Vp_p, 100Hz. 

Fig. 5. Texture domains yielding the diffraction pattern of Fig. 4. 

Once the pattern is formed at a fixed voltage and a 
frequency below 10 Hz, an oscillation of its size can be 
observed. Above this range the pattern becomes static 
for every frequency, probably because the response time 
of the LC is too large. On the other hand, the ar
rangement shown in Fig. 3(b) gives the following 
steps: 

12-Vp_p 20 V 32 V 
no domains ~ Williams -?-Sigilliaria -?-dynamic scattering. 

Again the numbers over the arrows are peak-to-peak 
voltages. Experimental conditions remain the same. 
As before, these voltages are affected by thickness and 
temperature but are almost constant with frequency up 
to 0.5 kHz depending on the pattern. Both Williams21 

and Sigilliaria15 domains have been reported previously, 
so there are no pictures of them heni. 

The combined result of these two experiments can be 
shown by using an unpolarized laser input: 

11V 12V 20V 
no domains----+ fish-bone----+ Williams----+ 

32 V 
Sigilliaria----+ dynamic scattering. 

Here we start with two (ordinary and extraordinary) 
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Fig. 6. Relative light intensity striking the first spot (see inset) of 
Williams or Sigilliaria domains at different frequencies for three 
voltages: 24-Vp_p (O); 20-Vp_p ( <& ); and 16-Vp_p (e). See text for 

details. 

spots in the screen. When voltage is raised to 11-Vp_p, 
fish-bones are formed about the extraordinary beam 
position, whereas the ordinary spot is unchanged. At 
12-Vp_p Williams domains are formed about the ordi
nary beam spot position, polarized as the ordinary 
beam; extraordinary polarized light is scattered out. 
From this point, the pattern formed (i.e., Williams and 
Sigilliaria) are polarized like the ordinary beam. 

Two points should be made concerning the above 
sequences: First, the extraordinary ray is scattered out 
at 12-V P-P, whereas the ordinary one remains unaf
fected or forms a stable pattern. Therefore the 12-V 
scattering cannot be considered a classical3-D dynamic 
scattering. Second, the Williams domains are to be 
taken as domains whose diffraction pattern as well as 
texture·resembles the well-known Williams domains, 
the only difference being that they are generated by 
ordinary beams. 

To achieve a better understanding of the above 
phenomena, sorne measurements have been taken using 
the unpolarized laser beam. Although the patterns 
themselves do not depend on the frequency, the relative 
intensity of the spots does. Figure 6 is a plot of light 
intensity vs frequency for several applied voltages 
normalized at f = 1 Hz. This has been done by selecting 
one of the two spots closest to a central ordinary beam 
spot (see inset ofthe same figure) in the Williams pat
tern and the equivalent position of Sigilliaria pattern. 

Seve1:al features appear in this plot. Up to 8-15Hz, 
dependmg on the sample thickness, the intensity is 
modulated at the same frequency as the voltage. In 
these cases, the mean value has been represented. 
Above this range, the pattern becomes static. The light 
intensity in Fig. 6 decreases as the frequency increases, 
the decrease being more abrupt for higher voltages. 
These curves should be considered together with the 
ones shown in our previous paper,15 where a plot of 
voltage vs frequency was represented showing the re
gions where the different patterns are formed. It can 
be. s~en there that a reverse pathway (Sigilliaria ---+ 
Wilha~s) can be obtained by raising the frequency for 
a certam constant voltage. The 16-Vp_p curve of Fig. 
6 shows the transition Williams---+ fish-bone. Indeed, 
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Fig. 7. Relative Úght intensity striking the zero-voltage screen po

sitian of the extraordinary beam (see inset). Symbols as in Fig. 6. 

below 100Hz the sample is well within the region in 
which Williams domains are formed. When the fre
quency is raised, the light intensity decreases, but a 
sharp peak can be detected at 440 Hz corresponding to 
the formation of the fish-bone pattern, which is close 
enough to the point the light is being monitored to give 
sorne residual light on the position of the previous 
Williams spot. lf the frequency is raised again, the 
fish-bone pattern collapses to yield the original ex
traordinary beam spot. _ 

The same steps are shown in Fig. 7 where the light 
detector (see inset) has been placed in the position of 
the extraordinary spot when no voltage is applied. The 
curves 20-V and 24-V P-P correspond in a general way 
to the decreases of their homologue in Fig. 6. The 
16-Vp_p curve, however, starts rising when the fish-bone 
pattern is formed and keeps rising when it collapses as 
the extraordinary spot is regenerated. 

Sorne preliminary experiments ha ve been performed 
on planar-twisted and wedge-homogeneous samples, 
trying to elucidate the origin of the above textures. 
Planar-twisted structures merely yield Williams do
mains as described.17 However, wedge-homogeneous 
cells show a more complex dynamics; indeed sorne other 
textures besides Williams domains become apparent for 
certain voltage-frequency regions. These textures are 
also different from the above described. On the other 
hand, only the extraordinary beam is apparently active 
in this case. 

IV. Conclusions 

Several new facts have been reported in this paper. 
The first is the existence of a new type of domain not 
reported previously. Moreover, although this domain 
could be considered as a variation of Williams domains, 
it offers the difference of being obtained from a different 
ray polarization. On the other hand, the pattern size 
depends on the applied voltage and frequency. 

Wedge-structure behavior depends on the polariza
tion of the incident beam; the resulting domains are 
different when dealing with ordinary and extraordinary 
beams. 

These structures show the peculiar characteristic of 
forming Williamslike domains with ordinary beams. 
To the best of our knowledge, this is the first time such 
a feature has been reported. 
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A more detailed comparison ofthe above results with 
those obtained with other cell types, namely, wedge
parallel and planar-twisted aligned cells, is under study 
byus. 
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