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We demonstrate label-free molecule detection by using an integrated biosensor based on a Si3N4/Si02 slot-
waveguide microring resonator. Bovine serum albumin (BSA) and anti-BSA molecular binding events on the 
sensor surface are monitored through the measurement of resonant wavelength shifts with varying biomol
ecule concentrations. The biosensor exhibited sensitivities of 1.8 and 3.2 nm/(ng/mm2) for the detection of 
anti-BSA and BSA, respectively. The estimated detection limits are 28 and 16 pg/mm2 for anti-BSA and 
BSA, respectively, limited by wavelength resolution. 

Label-free biomolecule optical sensing technologies 
are of great interest because of their flexibility to 
analyze biomolecular interactions without using fluo
rescence, absorptive, or radio-labels. This simplifies 
the assay and allows time-resolved study of the ki
netics of biomolecular interactions. Integrated photo
nic devices used as biosensors present important ad
vantages, such as high sensitivity, small size, and 
high scale integration. Thus, label-free integrated op
tical biosensors based on Mach-Zehnder interferom
eters , directional couplers , microring , 
and disk resonators have been demonstrated to be 
very sensitive label-free biosensors. 

Recently, we have reported an integrated photonic 
sensor based on a slot-waveguide resonator . This 
photonic structure takes advantage of the remark
able property of slot-waveguides to provide high opti
cal intensity in a subwavelength-size low refractive 
index region (slot-region) sandwiched between two 
high refractive index strips (rails) . This permits a 
very high interaction between the slot-waveguide 
mode probe and a liquid analyte. As a result, the re
ported slot-waveguide sensor exhibited a bulk ambi
ent sensitivity as high as 212.1 nm/refractive index 
unit (RIU), which is more than twice as large as that 
exhibited by ring resonator optical sensors based on 
conventional strip waveguides. In this Letter we 
demonstrate the detection of label-free molecular 
binding reactions on the surface of a slot-waveguide 
ring resonator. Bovine serum albumin (BSA) protein 
and anti-BSA are used to study the biosensor perfor
mance. 

The device consists of a 70 /mm radius slot-
waveguide ring resonator made of Si3N4 on Si0 2 

The Si3N4 rails of the slot-waveguide ring are sepa
rated by 200 nm (wsht), and their widths are 400 and 
550 nm for the outer and inner rails, respectively, as 

illustrated in Fig. 1(a). A beam propagation method 
calculation of the quasi-TE optical mode of the ring 
slot-waveguide at 1.3 /mm operation wavelength is 
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Fig. 1. (a) Schematic cross section of the Si 3 N 4 /Si0 2 ring 
slot-waveguide used for optical sensing of biomolecules. 
Triangles and Y-shaped symbols represent antigen and an
tibody molecules, respectively, (b) Calculated quasi-TE 
mode of the ring slot-waveguide turning to the left {-x axis) 
with a radius of curvature of 70 /xm. and an operation wave
length of 1.3 fim. 
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shown in Fig. 1(b). The top of the device was opened 
to expose the ring sensor to the ambient. Fabrication 
details can be found elsewhere . After fabrication, 
the chip was cleaned in a H 2 S 0 4 : H 2 0 2 (3:1) solution 
to remove organic materials from the sensor surface. 
After removing the native oxide from the Si3N4 sen
sor surface with highly diluted aqueous HF, the chip 
was dipped into aqueous glutaraldehyde (5%) to al
low selective, covalent immobilization of anti-BSA 
antibodies to the Si3N4 sensor surface through the 
formation of imine bonds. Aldehydized surfaces were 
then incubated for 20 min into aqueous solutions of 
anti-BSA (increasing concentrations). Then, surfaces 
were rinsed with deionized (DI)-H20 and blown with 
N2. Finally, after each anti-BSA incubation/washing 
step, the sensor was flooded with a drop of DI-H20 
and optically characterized as described in on a 
temperature-controlled setup (22 °C). 

The described chemical t reatment of the sensor 
chip was first developed and characterized on 
Si3N4 /Si02 dual-zone planar substrates. Selective 
functionalization of Si3N4 surfaces with glutaralde
hyde was demonstrated through hydrophobicity 
studies of the modified surfaces by using water angle 
measurements. Then, fluorescence confocal micros
copy was employed for both; the immobilization as
says with goat antirabbit (GAR) antibodies, and bio-
activity immunoassays based on BSA-anti-BSA and 
streptavidin-biotinylated oligonucleotide systems, 
using Cy5 molecules as fluorescent labels. These as
says showed that antibody immobilization on Si3N4 is 
effective and selective and that the immobilized mol
ecules maintained their activity, allowing the selec
tive capture of the target molecule. The demon
strated bioactivity and selectivity on planar 
substrates should also occur in the slot-region of a 
Si3N4 slot-waveguide since ws lo t=200 nm whereas the 
molecular length scale is in the range of 10 nm. 

Figure 2 shows the experimental normalized out
put power of the slot-waveguide ring resonator for 
TE-polarization (E field along the x axis) for different 
anti-BSA concentrations. It is observed that the reso

nance wavelength redshifts as the antibody concen
tration increases. Figure 3 illustrates the resonance 
wavelength shift as a function of anti-BSA concentra
tion. For anti-BSA concentrations above 17.2 /iig/ml 
the resonance wavelength shift saturates, indicating 
that the sensor surface is fully covered. This suggests 
that the device response is solely due to the surface 
modification since the bulk liquid is pure DI-H20 for 
all measurements. The sensitivity for biomolecule de
tection is given by SB = (<5\/<xp), where SX is the spec
tral shift at saturation and <xp is the surface density 
of a monolayer of biomolecules. As seen in Fig. 3, the 
saturation spectral shift for anti-BSA detection is 
<5\antiBSA=3 nm. The surface density of a monolayer of 
anti-BSA can be calculated from the average length 
of an anti-BSA molecule, dantiBSA= 12 nm , as 

°p,antiBSA = 

(MMant iBSA/NA)/(dant iBSA)2 = 1.7 ng/mm2 , 
where MMant iBSA= 147,000 is the molecular mass 
of anti-BSA and NA=6.02X 1023 is Avogadro's num
ber. The calculated value of o-p an t iBSA is in agreement 
with experimental values . Thus, the anti-BSA 
detection sensitivity is Sant iBSA=1.8 nm/(ng/mm2) . 
The biomolecule detection limit is given by DLB 

= R/SB , where R is the sensor resolution. In our sys
tem setup the sensor resolution is determined by the 
spectral resolution (R = 50pm); thus the anti-BSA de
tection limit will be DLan t iBSA=28 pg/mm2 . Note that 
our experimental procedure based on repeated steps 
is appropriate to analyze the sensor performance 
based on surface concentration, but it does not allow 
real-time measurements. This could be achieved by 
using a flow-injection system 

Sensing of BSA-anti-BSA affinity reactions on the 
device surface was also studied. After saturation of 
the sensor surface with anti-BSA molecules, a block
ing step with ethanolamine was performed to deacti
vate the remaining aldehyde groups on the surface. 
The chip was then incubated for 20 min in aqueous 
solutions of BSA (increasing concentrations). Then, 
the surfaces were rinsed with DI-H20 and blown 
with N2. The sensor, after each incubation/washing 
step, was exposed to DI-H20 and characterized as be-
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Fig. 2. Normalized transmission spectra of the slot-
waveguide microring resonator for TE-polarization for dif
ferent anti-BSA concentrations: SI (0.4 fig/ml), S2 
(0.44 yug/ml), S3 (2.04/ig/ml), and S4 (3.64/ig/ml). 
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Fig. 3. Resonance wavelength shift versus anti-BSA con
centration. £A.antiBSA=3 nm is the spectral shift at anti-BSA 
surface saturation. 
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fore. Figure 4 shows the measured resonance wave
length shift of the slot-waveguide ring resonator (TE-
polarization) for different BSA concentrations. It is 
observed that the resonance wavelength shift starts 
to saturate ~ 5 yttg/ml, suggesting that BSA mol
ecules only bind to available anti-BSA molecules on 
the sensor surface until all the binding sites are oc
cupied. For large BSA concentrations, the measured 
spectral shift deviates from the saturation value and 
increases with BSA concentration. This can be attrib
uted to an accumulation of BSA molecules by adsorp
tion on the BSA layer bound to the anti-BSA antibod
ies. The sensitivity for BSA detection (SBSA) can be 
obtained assuming the same molecular surface den
sity as that for anti-BSA at saturation, and consider
ing that the molecular mass of BSA is MMBSA 

= 66,399 |. From Fig. 4, the resonance shift at 
saturation can be considered to be <5 \ B S A=2 .45 nm; 
thus SBSA=3.2 nm/(ng/mm2) . This leads to a BSA de
tection limit of DLBSA=16pg/mm2 , limited by wave
length resolution (R=50pm). For the sake of com
parison, the reported detection limits for biotinylated 
BSA molecules of a polymer ring biochemical sensor 
and a Mach-Zehnder interferometer were 250 
and 5 pg/mm2 , respectively. Recently, single-
molecule detection has been demonstrated by using a 
microtoroid resonator . The detection limit of that 
sensor is therefore orders of magnitude smaller than 
that of our device. However, when comparing these 
numbers, one should note that there is considerable 
disparity in interrogation wavelength, resolution, 
sensor footprint, and functionalized area, the signifi
cance of which is application dependent. 
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Fig. 4. Resonance wavelength shift versus BSA concentra
tion. <5A.BSA=2.45 nm is the spectral shift at BSA surface 
saturation. 

In conclusion, we have demonstrated highly sensi
tive molecular binding detection with an integrated 
Si3N4 /Si02 slot-waveguide microring biosensor. The 
measurements indicate that the sensor response is 
solely due to surface modification by molecular bind
ing. The estimated limits of detection of the device for 
anti-BSA and BSA molecules are 28 and 16 pg/mm2 , 
limited by wavelength resolution. These values favor
ably compare with those of state-of-the-art integrated 
photonic biosensors based on conventional 
waveguides, demonstrating the benefits of using slot-
waveguides to detect small surface modifications, 
such as molecular binding. 
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