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Abstract 

In this study, the mechanical properties of YBa2Cu307_x, obtained by the Bridgman technique, were examined using a Berkovich tip indenter 
on the basal plane (0 0 1). Intrinsic hardness was measured by nanoindentation tests and corrected using the Nix and Gao model for this material. 
Furthermore, Vickers hardness tests were performed, in order to determine the possible size effect on these measurements. The results showed an 
underestimation of the hardness value when the tests were performed with large loads. Moreover, the elastic modulus of the Bridgman samples was 
128 ± 5 GPa. Different residual imprints were visualised by atomic force microscopy and a focused ion beam, in order to observe superficial and 
internal fracturing. Mechanical properties presented a considerable reduction at the interface. This effect could be attributed to internal stress 
generated during the texturing process. In order to corroborate this hypothesis, an observation using transmission electron microscopy was 
performed. 
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1. Introduction 

YBa2Cu307_(5 (YBaCuO) is a superconducting material 
with a perovskite structure which played a pivotal role in 
arriving at our current understanding of superconductivity and 
its scientific development. The material is widely employed for 
various applications, including high temperature superconduc
tor (HTSC) SQUIDs at liquid nitrogen operation temperatures 
[1], non-destructive evaluation of defects in complex computer 
chips [2] and aircraft [3], among others. In order to produce 
devices for these applications, different stress conditions are 
applied to the material. Furthermore, when the devices are 
operating, they are required to support certain working 
conditions. For this reason, accurate determination of their 

mechanical properties is important in order to develop better 
manufacturing processes and to assure structural integrity 
during service. In addition, descriptions of the deformation 
mechanisms present in the material and their influence on its 
mechanical properties are very important in order to understand 
its mechanical and deformation behaviour. 

YBaCuO presents several important advantages over other 
ceramic superconductors (i.e. bismuth strontium calcium 
copper oxide): (i) it is the only stable four-element compound 
known at the moment with a critical temperature (Tc) above 
77 K; (ii) it includes neither toxic elements nor volatile 
compounds, and production of single crystals is relatively easy; 
and (iii) it presents higher isotropy than other HTSC materials 
and it carries higher current densities at higher magnetic fields. 

One of the reasons for the remarkable properties of YBaCuO is 
its oxygen-deficient orthorhombic Pmmm structure [4]. This cell 
unit is composed of three perovskite cells, where the Ba and Y 
cations take the central positions and copper atoms with different 
coordination numbers are arranged in two structural blocks with 
different electronic properties: copper chains and planes [5,6]. 
The YBaCuO lattice has a laminar structure with a high cla ratio. 



Nanoindentation is a very versatile technique for making 
hardness (H) and elastic modulus (E) measurements from a 
small volume of material, similar to that produced in research 
laboratories. One of the main advantages of nanoindentation is 
that it enables mechanical properties to be determined by 
analysing the load (P)-displacement (h) curves without the 
need to visualise the residual imprint. 

System response depends on the kind of indenter used and 
the structure and composition of the material. Using sharp 
indenters (generally Berkovich or Vickers), plastic deformation 
is produced from the beginning of the contact. Blunt indenters 
(generally spherical or conical) produce an elastic deformation 
of the material. The high levels of hydrostatic compression 
generated during normal indentation and sliding contacts 
facilitate activation of different plastic deformation mechan
isms such as dislocations, twining, and kink bands [7]. Contact-
induced deformation mechanisms are highly dependent on the 
crystallographic orientation of the surface evaluated. Moreover, 
the applied load employed during the experiments also affects 
the stress distribution under the imprint and thus the preference 
for activating particular slip systems. However, the literature on 
the mechanical properties of this material at micro/nanometric 
scale, particularly as regards pure YBaCuO textured by the 
TSMG technique, is scarce. 

The mechanical properties (hardness, elastic modulus and 
stress-strain curves) of YBCO Bridgman samples have been 
reported in previous studies [8,9]. Some authors have studied the 
hardness, elastic modulus and yield strength of YBaCuO samples 
textured via the Bridgman technique, at room or at cryogenic 
temperatures, also known as the working temperature (Tw). Some 
mechanical properties, such as hardness, elastic modulus and 
yield strength have been examined by nanoindentation at room 
temperature, yielding values of 8.9-15.2 GPa, 173-204 GPa and 
3.5 GPa, respectively [8,9]. Several studies performed at 
cryogenic temperature [10] exhibit that the mechanical proper
ties tend to be higher due to the nitrogen go inside of the pre
existing cracks yielding a homogeneous material. In this study 
we focused our attention with this kind of materials at room 
temperature because their behaviour is much brittle that at 
cryogenic temperature. Moreover, the study of the mechanical at 
room temperature it is possible to know the quality of the samples 
before the oxygenation process. 

This wide spread is due to the fact that different techniques 
can be used to measure elastic modulus: the pulsed echo 
technique [11], Vickers indentation [12], ultrasonic techniques 
[13] or even force spectroscopy-AFM [14,15], but the results 
are not directly comparable since the measurement conditions 
are quite different. 

The nanoindentation technique provides information about 
the contact mechanisms taking place in the material. In brittle 
materials indented with a sharp tip such as a Berkovich tip, 
surface examination of the residual imprints has revealed the 
appearance of several typical features, including deformation 
effects (sink-in [16,17], microcracks or damage inside the 
imprint [18]), and some fracture mechanisms, for example 
radial cracks emanating from the corners of the imprints [19] 
and chipping [20]. 

The purpose of this study was to characterise the mechanical 
properties (hardness and elastic modulus) of YBaCuO samples 
textured by the Bridgman technique at room-temperature, using 
micro- and nano-indentation techniques. The indentation size 
effect (ISE) was determined and excluded from the final 
properties given. The different brittle surface effects activated 
by nanoindentation of the (0 0 1) of YBaCuO are described in 
detail and surface effects in the residual imprints were 
visualised by atomic force microscopy (AFM), and focused 
ion beams (FIB). 

2. Experimental procedure 

2.1. Powder preparation and sintering process 

YBaCuO powders were prepared by the PVA method [21]. 
The ratio used here (69%, w/w, Y-123; 30%, w/w, Y-211; and 
1%, w/w, Ce02) has been demonstrated to maximise super
conducting properties such as critical current density [22]. The 
calcined powder was deagglomerated by ball milling in agate 
mortar. The powder was compressed under isostatic pressure as 
a bar and inserted into the furnace at the peritectic temperature 
(1010 °C); the semisolid bars were hung inside the furnace and 
moved at a constant rate of 1 mm/h through a region with an 
axial temperature gradient of 20 K cm~ at the peritectic 
temperature [23]. After the texturing process, YBaCuO pieces 
were oxygenated in a horizontal furnace at 450 °C for 240 h 
[22]. From the oxygenated pieces with a common c-axis tilt of 
45° from the longitudinal direction of the bar, small pieces of 
2 mm height were cut along the ab-plane or (0 0 1) [23]. Prior 
to nanoindentation, the sintered specimens were polished with 
diamond suspensions of 6, 3, 1, and 1/4 |jim and colloidal silica 
dissolved in isopropanol. Thin TEM foils were prepared by 
slow, mechanical polishing down to 20 |Jim prior to being argon 
ion-thinned using a precision ion-polishing system (PIPS) from 
Gatan. 

2.2. Microstructural characterisation 

The microstructure of the samples was studied using a 
CM30 Philips transmission electron microscopy (TEM). 
Different observations were performed on YBaCuO samples 
in the a/j-plane and c-axis. 

2.3. Mechanical properties 

2.3.1. Nanoindentation tests 
Nanoindentation test were performed using a Nano 

IndenterXP System (Agilent Technologies) with continuous 
stiffness measurements (CSM) at 2 nm harmonic displacement 
and 45 Hz frequency. Strain rate was held constant at 0.05 s _ 1 . 
Experiments were performed on the basal plane (ab-plane or 
0 0 1) at room temperature using a Berkovich tip. The 
Berkovich tip function area was calibrated using a fused silica 
standard [24], assuming a elastic modulus of 72 GPa. 
Nanoindentation tests were performed at ten different max
imum loads (1, 2, 3, 5, 10, 15, 30, 100, 300 and 500 mN) 



with 100 indents for each load. For small loads (in the range of 
1-10 mN), nanoindentation were performed on a single 
YBaCuO phase, either on the Y-123 phase or on the Y-211 
phase. The load-indentation depth curves were recorded for 
each nanoindentation test, and the hardness and elastic modulus 
were determined from the elastic unloading curve using the 
Oliver and Pharr method [8,24,25]. 

The residual imprints at very low applied load (lower than 
10 mN) for each sample were observed by Atomic Force 
Microscopy (AFM, 'Digital Instruments Multimode') in 
tapping mode, and the images were processed using WSxM 
software [26]. The different imprints obtained at loads higher 
than 10 mN were observed using a Field Emission Scanning 
Electron Microscopy (FE-SEM) in order to observe the 
different fracture mechanisms activated as a result of the field 
stress generated during the indentation process. The damage 
produced under the residual Berkovich imprint of YBaCuO 
samples textured by Bridgman technique was characterised 
using a dual beam FIB/SEM (FIB Strata DB235). The residual 
imprint was cross-sectioned along the c-axis (1 1 0) to evaluate 
the damage after indentation. A thin platinum layer was 
deposited on the sample prior to FIB machining in order to 
minimise ion-beam damage. A Ga+ ion source was used to mill 
the surface at a voltage of 30 kV. The final polishing of the 
cross-sections was performed at 10 pA. 

2.3.2. Microindentation tests 
Microindentation tests were performed on the polished ab-

plane (0 0 1) using an ISOSCAN OD Galileo Durometer. This 
study was performed using a Vickers diamond tip indenter. The 

maximum applied load was 3 and 4 N. Fifty indentations were 
made on each sample, and the results were averaged. 

3. Results and discussion 

3.1. Microstructure of YBaCuO samples 

YBaCuO samples present different kinds of microstructural 
defects inside the single crystal, such as twin boundaries and 
dislocations. Each of these defects will be explained in more 
detail below: 

- Twin boundaries —> this kind of defect is generated during the 
tetragonal to orthorhombic phase transition during the 
sintering and texture process due to the high temperatures 
(see Fig. la) [27]. 

- Dislocations —> bulk samples textured by Bridgman tech
nique exhibit many dislocations in the YBa2Cu307_x phase 
(or Y-123; see Fig. lb). This phase is highly anisotropic, being 
confined to the ab-plane. Lubenets et al. [28] reported that 
strong covalent and ionic bonds create high Peierls barriers, 
which constrain dislocation mobility in YBaCuO single 
crystals. Fig. lc depicts some dislocations placed primarily on 
the grain boundary between Y-123 and Y2BaCuOs (or Y-211). 
These dislocations could be attributed to three different 
factors: (i) compressive strain during the undercooling 
treatment in the texturing process, (ii) the different thermal 
expansion coefficients between the matrix and the different 
inclusions (from 20 °C up to 900 °C, these are 0.00124 KT1 

and 0.00170 KT1 for Y-211 and Y-123, respectively [29]), and 

lOOnm 

1 pim 

Fig. 1. TEM micrographs of different defects present in YBaCuO samples textured by Bridgman technique, (a) Twinning process in the c-axis, (b) dislocations on the 
maximum anisotropy plane (afe-plane), and (c) residual stress due to the interaction between Y-123 and Y-211. 
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Fig. 2. Hardness and elastic modulus evolution at different applied loads for 
YBaCuO. 

(iii) the stress thought to result from the incorporat ion of 
Y-211 decomposi t ion products into the matr ix . 

3.2. Hardness and elastic modulus determination 

T h e evolut ion of both hardness and elastic modulus for the 
interphase be tween Y-123 and Y-211 phases in the ab-plane at 
different indentat ion depths for Y B a C u O samples textured by 
Br idgman techniques can b e observed in Fig . 2 . This figure 
shows that the elastic modulus did not vary significantly with 
the indentat ion depth, yielding a constant value of 
128 ± 5 GPa. As can also b e seen in Fig . 2, hardness values 
increased as indentat ion size decreased. This is k n o w n as the 
indentat ion size effect (ISE). M a n y reports of ISE are actually 
due to several factors which can modify this parameter , such as 
surface layers that were not accounted for or poor t ip shape 
calibrat ion [30]. Such indentat ion exper iments can b e descr ibed 
by the Nix and Gao equat ion [31]: 

H 

H~0 
= \ 1 

h*_ 

~h 
(1) 

where H is hardness for a given indentat ion depth, H0 is 
hardness in the absence of strain gradients , h* is a length scale 
parameter , and h is depth of indentat ion. Eq . (1) was used to 
de te rmine the intrinsic hardness of Y B a C u O samples textured 
by Bridgman technique. Fig. 3 shows the variation of//2 versus 
llh, where the experimental data were well fitted by the 
function proposed in the Nix and Gao model. The intrinsic 
hardness value of YBaCuO can be obtained directly from the fit 
shown in Fig. 3, yielding H0= 8.8 ± 0.3 GPa. The intrinsic 
hardness is in good agreement with the value obtained directly 
from the Oliver and Pharr method at large depths. This equation 
allows to extract a constant hardness value (form very low load 
up to microhardness range) without the contribution of the 
different superficial defects as roughness, cracks, and others, 
which produce a strongly modification of this value. 

When the residual imprint was greater than the size of the 
different secondary phases (Y-211) (around 10 mN of 

l/h (nm"1) 

Fig. 3. Representation of H versus llh for YBaCuO, linear regression corre
sponds to that described in Eq. (1). 

indentation depth [8] for this kind of material), hardness was 
similar (around 8.5 GPa), and also similar to the hardness of the 
Y-123 phase. These values are in agreement with previous studies 
reported by Lim and Chaudhri [32], using microindentation tests 
at 10 mN of applied load, and Verdyan et al. [33], conducting 
hardness testing for orthorhombic YBaCuO thin films at applied 
loads of 0.1 and 0.9 mN. Furthermore, the elastic modulus value 
shown in Fig. 1 (E = 128 ± 5 GPa), is in good agreement with 
Roa et al. [8,9] and Alford et al. [34], obtained using 
nanoindentation and bending methods, respectively. 

3.3. Residual imprints visualisation 

Fig. 4 shows the indentation imprints obtained by applying 
30 mN on the a/?-plane, and also depicts the Y-211 inclusions 

Fig. 4. AFM image (topography mode) of nanohardness imprints performed at 
30 mN of applied load. 



Fig. 5. AFM image (topography mode) of a residual nanoindentation imprint in the YBaCuO-Bridgman sample. Inset 1 gives the 3D image of the studied region, (a) 
Indentation performed at 5 mN of applied load and (b) indentation performed at 100 mN. 

which, were distributed heterogeneously throughout the 
textured sample; consequently, they could not be isolated the 
mechanical properties at higher applied loads. The different 
imprints in this figure have been homogeneously separated 
(around 10 am) in order to avoid modification of the 
mechanical properties as a result of the influence of the elastic 
and plastic field stress generated during the indentation process. 

Fig. 5 a shows one of the residual imprints obtained in the 
YBaCuO composite at 5 mN. The topographic image of AFM 
shows a heterogeneous distribution of secondary phases with 
different grain sizes (from several nm up to 5 am). On the left-
hand side of the imprint (see black arrows), the figure also 

depicts chipping due to field stress relaxation after the 
unloading process. The inset presented in this figure shows 
the 3D image. The chipping effect may have been activated 
during indenter unloading, as a result of lateral cracks created 
by the high deformation fields [35]. For this applied load, the 
residual imprint was smaller than some of the inclusions 
distributed inside the matrix, and thus the mechanical 
properties for each phase could be measured individually. 
Fig. 5b shows a residual imprint obtained at 100 mN of applied 
load, and deformation in the vicinity of the residual imprint can 
be observed, in addition to chipping and radial cracks at the 
corner of the imprint. These radial cracks were attributed to the 



Fig. 6. AFM image (topography mode) of a residual microindentation imprint in the YBaCuO-Bridgman sample. Inset 1 gives the 3D image of the studied region, (a) 
Indentation performed at 3.5 |j.m of indentation depth (around 3 N of applied load) and (b) indentation performed at 4 |j.m of indentation depth (around 4 N of applied 
load). 

different levels of residual elastic-plastic contact stresses 
between the tip and the sample [36]. When the applied load was 
higher than 10 mN [8], the size of the residual imprint was 
greater than the size of the different inclusions, and the 
mechanical properties for each phase could not be isolated; it 
was only possible to obtain the response of the composite. 
These results are in good agreement with a previous study 
published by Roa et al. [8]. 

Fig. 6 shows the AFM (topography and 3D mode) images of 
some residual imprints obtained at 3 and 4 N of applied load 
using the Vickers indentation technique. Both figures show a 

brittle behaviour, with longitudinal cracks appearing in each 
corner of the imprints. Moreover, a pile-up effect can be 
observed surrounding the residual imprint. Due to the 
asymmetrical micro-cracking surrounding the Vickers 
imprint, it was not possible to estimate the fracture toughness, 

3.4. Fracture mechanisms under the imprint 

One of the imprints obtained at 10 mN of applied load was 
visualised by FIB, in order to better understand the fracture 



Fig. 7. Cross-sectioning and imaging of damage under an indentation using 
FIB/SEM for a Bridgman sample performed at 100 nm of indentation depth, (a) 
Trench milled at high ion beam current in front of the residual indentation 
imprint and (b) cross-sectioning in the middle of the imprint. 

mechanisms that take place under this field stress (see Fig. 7). 
Different cracks, which originated during the texture and 
oxygenation process, appeared below the indentation imprint 
because they were almost parallel to the a/?-plane [37]. Each 
image showed a heterogeneous distribution of Y-211 inclusions 
with different sizes, from 1 to 5 am. Lastly, no cracks or failure 
events were visible under the nanoindentation imprint. As can 
be seen in the TEM images (Fig. 8), the stress field generated 
during the undercooling process produced a high number of 
dislocations in the interphase between Y-123 and Y-211, 
indicating that high local internal stresses were produced when 
neighbouring parts of the crystal were forced to change their 
specific volume. This can occur because neighbouring regions 
expand or contract as a result of differences in thermal 
gradients, changes in composition or changes in lattice 
structure [38]. 

Y-211 

Fig. 8. TEM-images of Y-211 inclusions with different sample orientations 
(from 10° to —10°). Residual stresses are evidenced by the elastic deformation 
of the crystal. 

4. Conclusions 

Nanoindentation and Microindentation techniques were 
employed in order to determine certain mechanical properties 
(hardness and elastic modulus) and study the different fracture 
mechanisms under field stress of YBaCuO samples textured by 
the Bridgman technique for use as superconducting materials. 

Moreover, the intrinsic hardness of YBaCuO samples 
without strain gradient plasticity was determined to be 
H0 = 8.8 ± 0.3 GPa, yielding a constant elastic modulus value 
of 128 ± 5 GPa. Thus, the Nix and Gao model provides an 
satisfactory fit for the different experimental points, yielding a 
linear dependence of hardness with indentation depth in this 
kind of material. 

In addition, observation of the imprints obtained under low 
loads using nanoindentation and microindentation techniques 
revealed similar fracture mechanisms, such as chipping and 
radial cracks at the corners of the imprints. 

However, imprints obtained under low loads (10 mN) and 
observed by FIB exhibited no cracks or failure events under the 
imprint. 



Lastly, the different TEM images obtained at different 
angles depicted the evolution of residual stresses inside Y-211 
particles. These stresses were responsible for producing several 
macro- and microcracks around the inclusions. 
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