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ABSTRACT This paper analyses the influence of lubricant behaviour on the appearance of pit
ting. It attempts to study the effect of viscosity-pressure relation, compressibility, film 
thickness-roughness relation and friction coefficient on pitting failure of the contacting 
elements. T o explain these effects, we first deal with the influence of the oil on the lubrica
tion of the contact using elastohydrodynamic theory and secondly two multiaxial fatigue 
criteria are used, Crossland criterion and Dang Van criterion, to evaluate the influence 
of the rheology on the appearance of pitting. Finally, different applications are presented 
together with a discussion on the results obtained. 

Keywords high-cycle fatigue; lubrication; multiaxial fatigue criterion; rolling contact 
fatigue (RCF); surface roughness. 

NOMENCLATURE a = half-width of the contact area (m) 
b = half-width of the contact area for triangular distribution (m) 

C\, Cj, C3 = constants in the Hoglund equation for density (Pa) 
Di, D2 = constants in Dowson-Higginson equation for density (Pa - 1) 

E = Reduced Young's modulus (Pa): ^ = j K 1 ^ ) + ( ^ ) ] 
G = shear modulus of the lubricant (Pa) 
h = film thickness (m) 

h0 = minimum separation of the contacting surfaces in the case of rigid body 
approach (m) 

J2 = second invariant of stress tensors (Pa2) 
Jla = amplitude of the second invariant of stress tensors (Pa2) 

K = isotropic hardening parameter (Pa) 
m = safety coefficient of Melan's theorem 
n = Carreau's exponent 
p = pressure (Pa) 

ph = hydrostatic pressure (Pa) 
/>i>max = maximum hydrostatic pressure in a cycle (Pa) 

pk = peak pressure for triangular distribution (Pa) 
pD = Hertz pressure (Pa) 

Rx = contact radius in the direction x (m): -g- = -^—h j -
R(x,t) = contact roughness (m) 

r, n, T2 = geometric coordinates (m) 
SRR = slide-to-roll ratio (%), defined as SRR(%) = ^ • 100 

s = deviatoric component of the mesoscopic stress tensor (Pa) 



T = temperature (°C) 
t = time (s) 

um = average surface velocity (m/s) 
x = direction of motion (m) 
z = normal direction (m) 
a = viscosity-pressure coefficient (Pa - 1) 

a D V = dimensionless constant of Dang Van criterion 
¿9DV = constant of Dang Van criterion (Pa) 

y = shear rate (s_1) 
A T0ii = rise in lubricant temperature in the contact 

Aw = sliding velocity (m/s) 
5 = sign + 1 or — 1 in Hóglund's equation for density 
i] = viscosity (Pa-s) 

r¡¡s = low shear viscosity (Pa-s) 
rjiso = low shear viscosity at ambient pressure (Pa-s) 

6,61, 62 = angular coordinates (rad) 
K = dimensionless constant of the Crossland criterion 
X = constant of the Crossland criterion (Pa) 
¡j, = friction coefficient 
v = Poisson's ratio 
p = density (kg/m3) 

po = density at ambient pressure (kg/m ) 
£ = mesoscopic stress tensor (Pa) 
a = macroscopic stress tensor (Pa) 

Of = fatigue limit under pure alternative bending (Pa) 
CTYM = Von Mises equivalent stress (Pa) 

a* •• yield stress (Pa) 
T = shear stress (Pa) 

%k = peak shear stress for triangular distribution (Pa) 
J H , = maximum shear stress amplitude of stress tensors (Pa) 

To = maximum octahedral shear stress (Pa) 
tw = fatigue limit under pure alternative torsion (Pa) 
U40 = kinematic viscosity at 40 °C (m2/s) 

\\r = mesoscopic residual stress tensor (Pa) 

I N T R O D U C T I O N 

Surface fatigue, like all fatigue phenomena, is due to the 
application of cyclical loads. Its appearance depends on 
the pressures and shear stresses reached in the contacts 
between mechanical elements subjected to rolling and 
sliding.1 The main consequence of surface fatigue is the 
appearance of different size pits on the surface depending 
on the scope of the damage (spalling, pitting or micropit-
ting). These pits cause material loss and induce vibrations 
and overloads, which result in the element finally failing. 
This type of failure is typical of bearings, gears,2'3 the 
wheel-rail contact of trains4 and even artificial prosthe
ses.5 

Introducing lubricant into bearing or gear contacts may 
improve resistance to fatigue by obtaining fully flooded 

film and a decrease in friction. In order to test the effec
tiveness of lubricants in improving fatigue there is a wide 
range of normalized tests. 

The study of the influence of lubrication will be con
ducted by solving the equations involved in elastohydro-
dynamic lubrication (EHL)8: the Reynolds equation, the 
rheological behaviour and the elastic deformation equa
tion in order to find the pressures and shear stresses in 
the contact. Once these have been calculated, the stresses 
inside the material are calculated so that the fatigue crite
rion can be finally applied. 

For the study of cases of complex fatigue, such as the case 
we are dealing with, in recent years numerous multiaxial 
fatigue criteria have emerged.9 In this paper, Dang Van 
and Crossland criteria are used. These allow a quantitative 
evaluation to be made of the influence of the lubricant 



rheology and the different parameters with influence on 
surface fatigue. 

L U B R I C A T I O N AND RHEOLOGICAL MODELS 

It is commonly accepted that under EHL line contacts the 
distribution of film thickness10-12 and pressure13 behave 
approximately in accordance with the Reynolds equation 
expressed as Eq. (1). 

3 /ph3 dp 

dx \ 12r¡ dx 
Hph) , Hph) 

Urn, „ "T dx dt 
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For this study the rise in contact temperature is consid
ered as negligible and thus isothermal regime is assumed. 

By applying the linear elastic theory to two semi-infinite, 
homogeneous and isotropic contacting bodies, the fol
lowing expression is obtained for the lubricated film 
thickness. 
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2 r+oo 
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T o numerically solve these equations, the Full Multi-
Grid techniques described by Venner and Lubrecht14 

have been applied to obtain the pressure distribution and 
film thickness. The shear stress (r) can be approached 
using the expression shown in Eq. (3).15 
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h(x) 

Viscosity models 

For EHL the lubricant behaviour moves away from 
the Newtonian model. The Carreau model, shown in 
Eq. (4), has been used to represent the behaviour of the 
lubricant, where the low-shear viscosity is represented ac
cording to the Barus law.17 
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Density models (Compressibility) 

Diverse experimental models have been used for the vari
ation in density with pressure of different lubricants, such 
as the Hoglund18 and the Dowson-Higginson19 models 
shown in Eqs (5) and (6), respectively, where coefficients 

C\, Cj, C-}, Di, Dj and 5, are adjusted to experimental 
data. 
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P R E D I C T I N G THE APPEARANCE 

OF SURFACE FATIGUE 

Once the pressure and the shear stress in the contact are 
known, the macroscopic stresses inside the material can 
then be calculated, the material being taken as a semi-
infinite elastic solid bounded by a plane surface. Due to 
this idealization of the solid, it can be considered to have 
a state of plane strain.20 

Figure 1 represents an outline of the solid, axes and 
triangular distribution of pressure and shear stress. 
T o solve the stress field induced by whatever distribution 

of p(x) and r(x), the principle of superposition is used. 
That is, the original distributions are divided into a series 
of equivalent triangular distributions (pkix) and T¿(X)),21 

shown in Fig. 1, because these have an analytical solution 
for the stress field, Eq. (7). 
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The solution to the stress field resulting from the trian
gular distribution (pressure and shear stress) is given by 
the following expressions21: 

Fig. 1 Diagram of line contact and triangular distribution of 
pressure and shear stress. 
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where the geometric variables reflected in Fig. 1 are as 
follows: 

r\ = (x - b)2 + z2 

r2 = (x + b)2 + z2 

r2 = x2 + z2 

tan(6>i): 

tan(<92): 

x — b 

z 

x + b 

(9) 

tan(<9) = - . 
x 

By applying the principle of superposition to each point 
A(x,z). 
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Now that the macroscopic stresses are known, the meso-
scopic stresses or grain level stresses can be calculated, 
as this is where the cracks first appear. The mesoscopic 
stresses (£) are related to the previously calculated macro
scopic stresses (a), using the mesoscopic residual stress 
tensor (r/s).2'22 

YJ = ff + ^- (11) 

In order to find the mesoscopic residual stresses, Melan's 
theorem is used, Eq. (12), which proposes an elastic 
shakedown-based method,22 where the function / rep
resents the yield criteria or yield surface. 

f{ma (x, t)+\¡r (x)) - K2 < 0. (12) 

Figure 2 shows a series of stress-strain cycles where the 
material's elastic limit is exceeded. When this happens, 
the material undergoes a hardening that is both isotropic 
and kinematic.23 That is, an increase and a displacement 
in the yield surface of the material are produced, which, 
after a number of cycles, leads to a stabilized pure elastic 
cycle. 

Following the Von Mises criterion, the yield surface (f) 
is defined by Eq. (13), which represents a six-dimension 
hypersphere. 

-72 - K2 0 
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2 

+s +s +s 
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K2 = 0. 
(13) 

Therefore, the problem can be solved by calculating the 
radius (K) and the centre (-x/r) of a hypersphere that con
tains all the points of the time history of the macroscopic 
elastic stresses. Mathematically, this is expressed as an 
optimization problem for the calculation of the hyper
sphere of least radius containing the time history.24 
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Fig. 2 Elastic shakedown and isotropic and 
kinematic hardening. 



In order to check the severity of the contact during the 
load cycle, from a fatigue point of view, the Crossland and 
Dang Van multiaxial fatigue criteria are used. 

The Dang Van criterion 

This criterion has been widely used in the literature to 
predict life to surface fatigue2'4'25 and sets in Eq. (14) to 
find out when the beginning of cracks is not produced. 

(t) + aDVpb (t) < PDV, (14) 

where the expression for rmaXi, and p¡, are contained in 
Eq. (15). 

^max,# \p) '• 
su(t)-sia(t) 

2 

ph(t) = - (£*(£) + £j,(i) + Ez(i)) 

(Ei(í) + E2(í) + E3(í)) 
(15) 

where s\¿„ are the major and minor principal stresses of 
the alternative part of the deviatoric mesoscopic stress 
tensor. 

Parameters C«DV and /8rjv a r e material constants that are 
calculated from pure torsion (r w) and pure bending (ay) 
fatigue tests for a determined number of cycles.25 

PDV = *w 

aov = 3 
tw 1 
af 2 

(16) 

The Crossland criterion 

The Crossland criterion is based on the second invariant 
of stresses and sets the following relation to avoid the 
appearance of fatigue. 

\Zjl,a (*) + Kpb,max < A.. (17) 

As in the previous example, k and K are material constants 
and are calculated likewise.26 

Of 

k = %w-

(18) 

By re-writing both criteria and particularizing for the 
most unfavourable load cycle conditions, the following is 
given: 

Dang Van -> fieq = max(rmaXííl (t) + aDVph (t)) < fiDV 

Crossland -> keq = max (y/J2,a (t) + Kpb,max) < k. (19) 

As can be seen in Eqs (16) and (18), ¿SDV and k are 

equal to fatigue limit under pure alternative torsion (r w)-
Therefore, if the criteria were completely equivalent they 
should result in the same values, that is keq = f3eq. This 
means that the contact severity can be measured by us
ing just one single parameter: keq or fieq. The higher the 
severity, the more the contact will be subjected to fatigue, 
and the closer it will be to failure conditions. 

In order to apply multiaxial fatigue criteria, macroscopic 
and mesoscopic stress field can be calculated using Eqs (8), 
(11) and (13). For this purpose a previous step is to find 
the pressure and shear stress distributions by solving the 
EHL equations shown in Eqs (1) to (3). In this way, the 
effect of the rheology of the lubricant on the appearance 
of pitting can be explained and predicted. 

RESULTS AND D I S C U S S I O N 

In order to study the effect of viscosity-pressure coeffi
cient (a), compressibility, friction coefficient (/x) and film 
thickness (h) three different oils were chosen: LVI260, 
5P4E and PA06 . LVI260 is a mixture of different bases 
with high naphthenic content,27 5P4E is a mixture of iso
mers of a five-ring polyphenyl ether used for turbines28 

and P A 0 6 is a low-viscosity polyalphaolefin used for 
gears. The most suitable density model was taken for each 
lubricant, whose properties are shown in Tables 1 and 2. 
All the data were measured at constant temperature (T = 
40 °C). 

Table 2 includes the base type and the kinematic viscos
ity, which means piezoviscosity can be predicted for other 
temperatures.32 

The operating conditions are such that they guarantee 
EHL lubrication regime for the different oils, bearing 
in mind their different properties. The input conditions 
selected and the corresponding calculations of friction 
coefficient, film thickness and shear rate are shown in 
Table 3. 

T o verify the isothermal hypothesis a rough estimation 
is made of the rise in temperature of the lubricant in the 
contact, using an analytical method33 based on expressions 
for line contacts: Hamrock's28 formula for central film 
thickness (hc) and thermal considerations.34 The rise in 
lubricant temperature in the contact (AT0¡i) is negligible, 
as can be seen in Table 3. 

The highest values of the viscosity-pressure coefficient 
produce an increase in the pressure peaks of the EHL 
distribution and an increase in film thickness.15 On the 
other hand, the compressibility reduces the size of the 
peak and causes a decrease in the central film thickness, 
while the minimum thickness hardly varies.18 Figure 3 
shows the effect of the calculated compressibility on the 
pressure and shear stress distributions. 



Table 1 Density model constants 

Lubricant 

PAO 618 

Ci(Pa) 

1 

Lubricant 

PAO 630 

LVT26028-31 

5P4E28 

C2(Pa) 

24.50 

C3(Pa) 

0 

Base type a(GPa ) i;iso(mPa-s) U40 (mm /s) 

Polyalphaolefin (synthetic) 11.50 25 30.24 
Naphthenic mineral oil 30.17 428 460.71 
Ether (synthetic) 35 340 287.16 

po(kg/m3) 

830 

Lubricant 

LVI26019.28.29 

5P4£l8,19,28,29 

Table 2 Viscosity parameter 

D^GPa-1) 

0.64 
0.60 

values 

D2(GPa-1) 

2.89 
1.70 

po(kg/W) 

929 
1184 

G (MPa) 

0.53 
0.34 
0.68 

1.59 
5.60 
4 

Table 3 Operating conditions 

Lubricant 

PAO6 
LVI260 
5P4E 

poQ 

828 
828 
828 

um (m/s) 

2 
0.1 
0.1 

SRR (%) 

25 
10 
10 

Materials 

Steel 
Steel 
Steel 

hc (nm) 

0.02 
0.04 
0.08 

184 
267 
245 

Hs-1) 

2.7E6 
3.7E4 
4.1E4 

AToil (°C) 

3.4 
0.4 
0.6 
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Changes in the pressure field and shear stress distribu
tion also affect the calculated stress field. Figure 4 reflects 
the elastic stress fields obtained for the three lubricants 
with the compressible and incompressible models. The 
values and location of Maximum Von Mises, (crvWma» 
and Maximum octahedral shear stress,35 (to)max, made 

Fig. 3 Pressure and shear stress distribution 
for 5P4E, LVI260 and PAO6 with the 
compressible and incompressible models. 

dimensionless with the Hertz pressure po, are depicted in 
Fig. 4. 

Figure 4 shows the effect of the viscosity. The 
main parameter of influence on the viscosity is the 
viscosity-pressure coefficient (a), whose increase leads to 
a higher EHL distribution pressure peak, which in turn 
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Fig. 4 Elastic stress fields calculated for 5P4E, LVI260 and PA06 with the compressible and incompressible model. 
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leads to higher stress levels. Thus it can be justified that 
the lowest value of (ffvM_/po)max corresponds to PAO-6, 
which exhibits the smallest a of the three lubricants con
sidered. Likewise, the highest stress values correspond 
to lubricant 5P4E with the highest a. Finally, LVI260 
presents an in-between case. 

It should be pointed out that the difference between the 
viscosity-pressure coefficients (a) of LVI260 and 5P4E is 
not very large, but the latter exhibits significantly higher 
stresses due to the additional contribution of friction to 
the increase in stress. As already shown, the value of the 

friction coefficient for 5P4E doubles that of LVI260. 
In addition a high viscosity-pressure coefficient usu
ally induces an increase in the friction coefficient,18' '37 

which causes the contact stress levels to increase 
further. 
The compressibility effect can be seen in Fig. 4 by com

paring the compressible and incompressible cases. As the 
compressibility rises a decrease in the EHL peak pressure 
can be appreciated (Fig. 3), leading to lower stress levels 
apart from causing the critical stress point to move away 
from the surface. In the case of the P A 0 6 there are no 
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Fig. 5 Pressure and shear stress distribution 
and elastic stress field for the rough EHL 
case with PA06. 

differences, due to the fact that under the given condi
tions, the pressure peak is very small due to its low a 
value, while it can be observed that its pressure distribu
tion in the contact is very similar to the Hertz pressure 
(Fig. 3). 

If the rough contacts are taken into account, then a rough 
EHL calculation can be performed by inserting a random 
R(x,t) function into Eq. (2). The roughness value selected 
is Ra = 30 nm so that there would be a complete film 
without there being any metal contact. The result is that 
the pressure distribution exhibits very high pressure peaks 
induced by roughness.2'38 The effect of roughness on the 
pressure distribution is reflected in the stress field ob
tained, shown in Fig. 5, which reflects the incompressible 
case of the PA06 . Moreover, it can be seen that the in
fluence of roughness mainly affects the zones close to the 
surface.11'39 

If the rough and smooth results are compared, the dif
ferences can be clearly seen, not only in the change of 
shape of the distribution but also the stress levels have 
clearly increased, passing from (ffvM/po)max = 0.56 to 
(ffyM/po)max = 0.86 (at x/a = 0.11 and z/a = 0.05) for 
the rough case. 

When the influence on the stress field has been seen, we 
can then go on to apply the fatigue criteria. The results 
obtained are shown in Fig. 6 for the different case studies. 
The values keq and (5eq in Eq. (19) have been represented 
according to the depth of the material, z/a, with the pur
pose of locating the point of critical fatigue in the inside 
of the material. 

In order to use these criteria, the C45E steel was con
sidered, the composition and properties of which are pro
vided in Table 4. This is the usual material used to man
ufacture gears, and moreover the pure bending and pure 
torsion fatigue tests data40 are available for comparing the 
results with different oils. 

The results of the fatigue criteria (Fig. 6) represent the 
contact severity in different cases, taking account of the 
stress field obtained with each lubricant (Figs 4 and 5), and 
also help to numerically evaluate this influence, by means 
of the corresponding critical fatigue point indicated in 
Fig. 6. 

What is first noticeable is the difference between the re
sults obtained by one criterion or another. It is known that 
the Dang Van criterion overestimates material properties 
giving lower severity values than the Crossland criterion 
(Xeq>/3eq),

2S' mainly due to the excessive weight given 
to the hydrostatic pressure by the Dang Van criterion. 
This fact influences the other difference between the two 
criteria: the location of the critical point from a fatigue 
point of view, as Fig. 6 illustrates. 

In the formulation of the Dang Van criterion, Eq. (14), 
there is the hydrostatic pressure component (pb) and the 
maximum shear stress component (TmaXil). This gives rise 
to two local maximums: 

• A maximum close to the surface (z/a between 0 and 0.03), 
induced by the high hydrostatic pressure (pi,) due to the 
pressure peaks of the EHD contact observed in Fig. 3. 
The hydrostatic pressure is maximum in the zones close to 
the surface and drops rapidly as the depth increases.41 

• A second maximum at a greater depth (z/a sa 0.8), near to 
the maximum shear stress zone (t„B | J) of the contact. The 
shear stress grows from the surface, where there is shear 
stress due to friction, up to a maximum value that is found 
at a maximum depth of approximately z/a = 0.786. This 
depth is similar to that described in the case of frictionless 
Hertzian line contact41 due to the low values of the friction 
coefficient. 

Depending on the hydrostatic pressure and shear stress 
values reached in each case, the absolute maximum will 
be found in one zone or another. If the pressure peaks are 
small, the local maximum induced by the shear stress will 
be dominant and become the critical fatigue failure point. 
This can be seen in Fig. 6, when considering a smooth 
contact or a compressible lubricant, as in these cases, the 
pressure peaks are diminished (Figs 3 and 5). 

On the other hand, according to the Crossland crite
rion, the failure zone is found in other location. Due to 
the formulation of the criterion, Eq. (17), the hydrostatic 
term (pi>max) is less important, which takes the failure zone 
away from the surface. As a result, the dominant term is 
usually the second invariant of the deviatoric component 
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Fig. 6 The Dang Van and Crossland 
criteria for 5P4E, smooth PAOó and rough 
PA06. 

Table 4 Properties of C45E 
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Composition Mechanical properties 

C Si 

0.45% 

Mn 

0.65% 

N ay (MPa) 

650-800* 

/?DV (MPa) 

287 

QÍDV 

0.54 

A.(MPa) 

287 0.30 

*Mean strength in quenched and tempered condition. 

of the mesoscopic stress tensor (s/ji^f))- Fo r this reason, 

frequently a single max imum appears for the Crossland 

cr i ter ion cor responding t o the f u n c t i o n ^ ^ , » (t), t ha t is to 

say, in posi t ions 2 6 z/a ~ 0.5, as Fig. 6 shows. 

If we finally compare the rheological models , we find the 

following influences, according to Crossland criterion: 

• T h e effect of the viscosity-pressure and friction coeffi

cient: these two factors are analysed together because they 

are very closely related, as a decrease in the value of a, 

under the same operating conditions, means a decrease in 

the value of the friction coefficient. If the cases of Com

pressible 5P4E are compared with PAOó, we find a 67% 

decrease in the a coefficient, which, in turn, has an associ

ated decrease of 7 5 % in the friction coefficient, which, in 

all, means a 10% decrease in severity. 

Compressibility effect: comparing the compressible and 

incompressible models of 5P4E, we find that the com

pressible model supposes a 7% decrease in the severity of 

the contact for this lubricant. 



• Roughness: the cases studied were the PA06 with smooth 

EHL contact and PA06 with rough EHL contact. By re

ferring to Fig. 6, it can be seen that an increase in roughness 

considerably increases contact severity. Therefore, the less 

roughness, the smoother the pressure distribution in the 

contact, and therefore, the life to fatigue of the contact will 

be better. In this case, for the Crossland criterion, we have 

a 26% decrease in the critical value of keq for the smooth 

case compared to the rough case. 

If it is wished to optimize the factor with most weight, 

which is the roughness factor, the film thickness can be 

increased. T o do this, under equal operating conditions, 

the value of the viscosity-pressure value needs to be in

creased, which has been seen to have an opposite effect 

on the pressure peak and the life. 

CONCLUSIONS 

This paper has presented a methodology for predicting 

pitting in contacts with EHL lubrication, including an in-

depth study of the influence of rheological models on the 

calculation of the life by taking different multiaxial fatigue 

criteria. 

Taking into account the rheological characterization of 

the lubricant for the operating conditions of the contact, 

the EHL behaviour can be found (pressures, film thick

ness or friction coefficient), the stress calculations and the 

evaluation of the contact severity. 

Three lubricants with different rheological properties 

have been analysed, verifying that the life to fatigue im

proves in the following cases: high compressibility, low 

viscosity-pressure coefficient and high specific film thick

ness and low roughness. As a result, optimizing the life to 

surface fatigue is complex because the parameters with 

influence are interdependent and on occasions have op

posite effects. 
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