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Abstract The use of laser beams as excitation sources for 
the characterization of semiconductor nanowires (NWs) is 
largely extended. Raman spectroscopy and photolumines-
cence (PL) are currently applied to the study of NWs. How
ever, NWs are systems with poor thermal conductivity and 
poor heat dissipation, which result in unintentional heating 
under the excitation with a focused laser beam with micro
scopic size, as those usually used in microRaman and mi-
croPL experiments. On the other hand, the NWs have sub-
wavelength diameter, which changes the optical absorption 
with respect to the absorption in bulk materials. Further
more, the NW diameter is smaller than the laser beam spot, 
which means that the optical power absorbed by the NW de
pends on its position inside the laser beam spot. A detailed 
analysis of the interaction between a microscopic focused 
laser beam and semiconductor NWs is necessary for the un
derstanding of the experiments involving laser beam excita
tion of NWs. We present in this work a numerical analysis of 
the thermal transport in Si NWs, where the heat source is the 
laser energy locally absorbed by the NW. This analysis takes 
account of the optical absorption, the thermal conductivity, 
the dimensions, diameter and length of the NWs, and the 
immersion medium. Both free standing and heat-sunk NWs 
are considered. Also, the temperature distribution in ensem
bles of NWs is discussed. This analysis intends to constitute 

a tool for the understanding of the thermal phenomena in
duced by laser beams in semiconductor NWs. 

1 Introduction 

Semiconductor nanowires (NWs) have attracted a great deal 
of attention because of their potential application in elec
tronics and optoelectronics [1-5]. Beyond the quantum con
finement effects, relevant for NWs with a diameter below 
20 nm [6, 7], other physical properties are severely changed 
by the high aspect ratio of NWs with diameters sensibly 
larger than the limit for quantum effects. One of those prop
erties is the thermal conductivity, which is significantly sup
pressed with respect to their bulk counterparts [8-11]. The 
thermal transport in NWs is a critical issue in view of their 
practical application, since many devices operate at high 
current and power densities, therefore, one needs to extract 
high heat power densities from the active zones of the de
vices [12]. On the other hand, characterization tools with 
submicrometer spatial resolution are necessary to boost the 
understanding of these structures in view of new nanode-
vice concepts. Laser beams constitute contactless probes 
for studying fundamental properties of semiconductors. PL, 
[13-15] optical absorption, [16-18] Raman scattering, [19-
26] and photocurrent (PC), [27, 28] among other techniques, 
are currently used for the characterization of diverse semi
conductor nanostructures. However, the specific geometry 
and dimension of the NWs blurry the interpretation of the 
results, because of the lack of a detailed analysis of the in
teraction between the focused laser beam and the NWs. The 
optical characterization can be carried out on either ensem
bles of NWs, or individual NWs. When ensembles of NWs 
are studied, the optical response is contributed by NWs that 
can have different dimensions and, therefore, a dispersion of 



their physical properties. Meanwhile, the characterization of 
individual NWs is challenging because of the small volume 
of material probed by the laser beam, which leads to the 
search of a compromise between the laser power necessary 
to detect the corresponding output signal and the heating in
duced by the laser beam. The NW overheating hinders the 
interpretation of the experimental results as reported in the 
literature [12, 19, 21-24, 29-32]. On the other hand, the ex
perimental approaches to measure the thermal conductivity 
of NWs face the difficulties of measuring the temperature 
at the nanometer scale, and the poor heat flow between the 
NW and the measurement resistors in thermal bridges. In 
this context, the use of optical beams as contactless thermal 
probes appears as an attractive approach for the measure
ment of the thermal conductivity of NWs, making use of the 
temperature dependence of certain optical properties, which 
can be used as local thermometers [12, 33-37]. One of the 
critical issues when using laser beams as probe vehicles for 
NWs characterization is purely geometric, because the di
ameters of the NWs are substantially smaller than the laser 
beam diameter used for electro-optical characterization ex
periments, e.g., Raman, PL, PC. Many of these experiments 
are carried out with optical microscopes and laser beams 
focused by high magnification objectives, which results in 
spatially nonuniform laser power at focus, but it presents a 
Gaussian power profile, therefore, the excitation conditions 
are expected to be strongly dependent on the position of the 
NWs inside the laser beam spot. The use of ensembles of 
NWs permits to increase the output optical signal, either Ra
man, absorption, or luminescence; however, as mentioned 
above, the situation of the NWs inside the laser beam spot, 
determines the excitation conditions for each of them and, 
therefore, their optical output signal, as well as the heating 
induced by the laser beam should depend on the distribution 
of the NWs inside the laser beam spot. In this context, an ex
haustive study of the interaction of the NWs with the laser 
beam, taking account of the energy transferred to the NWs, 
is still lacking; however, it appears necessary for the unam
biguous interpretation of the experiments in which NWs are 
excited with laser beams. We present in this work a numer
ical study of the interaction between the Si NWs and laser 
beams focused by microscope lenses as used in microRa-
man, microPL, PC experiments. This approach can be ex
tended to NWs of different semiconductors without loss of 
generality. The analysis is carried out by the solution of the 
Fourier heat equation inside a NW locally heated by the laser 
beam. The different factors that determine the NW temper
ature: laser wavelength and power, optical absorption, di
mensions of the NWs, the thermal conductivity of the NWs, 
the immersion media, and the position of the NW inside the 
laser beam spot are taken into account. First, the behavior 
of individual NWs has been simulated, paying attention to 
the existence or not of heat sinks; afterward, the simulation 

has been extended to ensembles of NWs, in which several 
of them are simultaneously excited by the laser beam, tak
ing account of the positions that they occupy inside the laser 
beam, which permits to understand the meaning of the inho-
mogeneous temperature distribution inside the excited vol
ume when probing ensembles of NWs. 

2 Modeling the transport of the heat generated 
by the laser beam in a NW 

A laser beam striking a NW acts as a local heat source. How 
the NW is overheated depends on different factors: the ef
fective power absorbed by the NW, the thermal conductivity 
of the NW, and the heat dissipation conditions, which are 
determined by the thermal contact between the NW and the 
supporting substrate, and the immersion medium. In terms 
of thermal transport, all these aspects need to be considered 
if one wants to give an accurate description of the interac
tion between the laser beam and the NW, and consequently 
a correct interpretation of the data acquired under laser ex
citation. The study is carried out by finite element methods 
(FEM), solving the heat transfer equation, under a local heat 
source represented by the laser beam power supplied at the 
impact region. 

V.(-KVT)=Q (1) 

where K is the thermal conductivity of the NW. On the right-
hand side of the heat equation appears the power density 
in the NW, labeled Q. This term depends on the external 
heat source, in our case it is determined by the absorption 
coefficient, the reflectivity, and the geometry of the NW. The 
heat source acquires the shape of the focused laser beam 
itself, which presents a Gaussian power profile. 

7 = /oexp[-2(r/W(X))2] (2) 

where w(A.) takes account of the radius of the laser beam 
spot and is defined as the distance from the beam axis where 
the optical intensity drops to 1/e2, which depends on the 
laser wavelength. The optical absorption by NWs is a criti
cal issue for the calculation of the laser induced heating. Be
cause the NW diameter is smaller than the laser wavelength, 
the power absorbed by the NWs is diameter dependent [18, 
35, 38, 39]. As a consequence of this, significant differences 
with the bulk absorption take place. The laser absorption is 
calculated by solving the Maxwell equations for the inter
action laser/NW. Regarding the thermal conductivity, a sig
nificant suppression has been reported with respect to the 
bulk values. Unfortunately, the available experimental data 
for NWs are scarce, and limited to a few NW diameters and 
a reduced temperature range [2, 8]. The estimation of both, 
the optical absorption and the thermal conductivity is, there
fore, a step forward to the solution of the interaction of the 



laser beam with the NWs. When solving the heat equation, 
one assumes a steady state behavior, with natural convec-
tive/radiative heat exchange between the NWs and the im
mersion medium. Convection cooling between the bound
aries that interface with the cooling fluid can be described 
for a regular geometry in terms of a heat transfer coefficient, 
h, and a temperature difference across a fictitious thermal 
boundary layer, given the Neumann boundary condition de
scribed as [40]: 

-n.(-KVT) = h(T0-T)+ea(T*-T4) (3) 

where, e and a are the emissivity and the Stefan-Boltzmann 
constant, T0 is the temperature of the dissipative immer
sion medium, and h is the heat transfer coefficient. The heat 
transfer coefficient, h, depends on the immersion fluid; for 
more details, see [40]. In NWs with thermal contact to the 
substrate, Neumann, for the free surfaces, and Dirichlet, for 
the contacting surfaces, boundary conditions were used. 

3 The absorption efficiency of NWs 

The effective laser energy absorption in bulk semiconduc
tors depends on the laser wavelength. In the case of NWs, 
the dielectric mismatch between the NW and the surround
ing media, plus the subwavelength dimension of the NWs, 
make the problem of the energy absorption by the NWs 
more complex than for their bulk counterparts. The solu
tion of the Maxwell equations for the interaction of the elec
tromagnetic field associated with the laser beam, and the 
NW, results in diameter dependent absorption energy show
ing a series of resonances when the wavelength matches 
an electromagnetic eigenmode of the NW [17, 35, 38]. On 
the other hand, the absorption can be modified according 
to the distance between the NW and the supporting sub
strate, e.g., in suspended NWs, one should consider such 
a distance [34]; furthermore, the absorption energy is also 
changed by the immersion medium. The absorption by the 
NW can be represented more readily through the absorp
tion efficiency, Qa, defined in the frame of Mie theory as 
a dimensionless magnitude, corresponding to the ratio be
tween the absorption cross section and the projected area 
of the NW [42]. It is possible calculating the absorption effi
ciency using Mie solutions of the Maxwell equations, allow
ing us to handle the true energy absorbed for the analysis of 
the interaction laser/NW [17]. The accuracy of this solution 
of Maxwell's equations has been demonstrated in [35], thus 
justifying the evaluation of the Qa according to [17, 35,42]. 
The absorption efficiencies for green Ar (514.5 nm) and red 
helium neon (632.8 nm) laser lines are represented in Fig. 1 
as a function of the Si NW diameter, showing the sharp 
resonances of the laser energy absorbed for specific diam
eters. The resonances change with the laser wavelength and 
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Fig. 1 Absorption efficiency vs. NW diameter of silicon NWs cal
culated for two laser wavelengths, 632.8 nm and 514.5 nm. Note the 
occurrence of resonances for some diameters, depending on the laser 
wavelength 

the immersion medium, and the simulations of Fig. 1 corre
spond to NWs immersed in air. The optical functions used 
for the calculation were taken from [41]. These resonances 
have to be considered when estimating the heat transferred 
to the NW by the absorption of the laser beam. 

4 The thermal conductivity of NWs 

The thermal conductivity of semiconductor NWs is a rele
vant parameter, since it has been demonstrated to be substan
tially suppressed with respect to the bulk value [2, 8]. Exper
imentally measured thermal conductivity data of NWs are 
available for a few diameters at temperatures usually below 
320 K [8,10,11,36,43,45]. However, the NWs easily reach 
temperatures well above room temperature under the excita
tion with a focused laser beam; therefore, values of the ther
mal conductivity at temperatures over 320 K are necessary 
for solving the heat transfer in NWs. The limitation of the 
thermal conductivity of NWs is due to the phonon boundary 
scattering, therefore, the thermal conductivity is decreased 
when reducing the NW diameter, but also for rough sur
face NWs [9,44,46,47]. Keeping all these considerations in 
mind, we have proceeded to calculate the thermal conductiv
ity of Si NWs at temperatures above 320 K. For this, we have 
used a modified Callaway-Holland formalism [48], and we 
checked the model by the satisfactory fitting to the available 
experimental data on both smooth and rough NWs; for more 
details, see Anaya et al. [48]. This model for the thermal 
conductivity yields a good response for bulk semiconduc
tors all over the full temperature range. Therefore, we have 
assumed that the calculated thermal conductivities provide a 
good approximation to the thermal conductivity of NWs in 
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Fig. 2 Thermal conductivity vs. T calculated according to [48] The 
symbols correspond to the experimental values reported in [2] {trian
gles, rough NWs with diameters of 115, 98 and 50 nm) and [8] {circles, 
smooth NWs with diameters of 115, 56 and 37 nm). The bulk Si values 
are displayed in order to get a better picture of the reduction in thermal 
conductivity of the NWs 

an extended temperature range above 300 K, where exper
imental data are lacking. The results of our estimations for 
thermal conductivities of both smooth and rough NWs are 
shown in Fig. 2, where one can see how the model used fits 
very satisfactorily to the experimental data for the thermal 
conductivity of smooth and rough Si NWs reported on [2, 8]. 

5 Influence of the laser wavelength and power, and the 
surrounding dissipative media 

We studied separately the influence of the different factors 
contributing to the temperature reached by the NW under the 
excitation with the focused laser beam. We first calculated 
the temperature reached by a free standing Si NW (37 nm 
diameter, and 5 (jm long) in two different dissipative immer
sion media, air and water, for two laser wavelengths (514.5, 
and 632.8 nm, respectively), as a function of the incident 
laser power. We selected such diameter because is one of 
the diameters for which experimental data about the thermal 
conductivity are available [2, 8]. The temperature plotted in 
Fig. 3 corresponds to the temperature reached by the NW in 
the zone of the laser beam impact, being located this point at 
the center of the NW. Significant temperature rise is already 
observed at low laser powers of 10-15 |iW, which suggests 
that even at low laser power the corresponding output sig
nals, either Raman, PL, or PC, might be blurred by heating. 
One also observes a clear dependence with the excitation 
wavelength, as the total amount of energy absorbed by the 
NW depends on the wavelength, though, as shown in the 
paragraph dealing with the absorption efficiency of NWs, it 
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Fig. 3 Temperature vs. laser power calculated for a free standing NW 
of 37 nm diameter and 5 urn length, for 514.5 nm, and 632.8 nm exci
tation wavelengths, in air. The laser impact on the center of the NW 
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Fig. 4 The same as Fig. 3 but with the NW immersed in water 

does not obey a simple absorption relation as in bulk mate
rials, because of the existence of the absorption resonances, 
Fig. 1. 

The importance of the dissipative medium is revealed in 
Fig. 4, where one represents the temperature reached by the 
same NW assuming similar absorption efficiency; the tem
perature is dramatically lowered when the NW is immersed 
in water, a medium with higher thermal conductivity, and 
principally much more dense than air, which substantially 
enhances the heat transfer coefficient, h in Eq. (3) [40]; note 
that the immersion medium can also influence the absorp
tion efficiency; therefore, the laser power along the abscissa 
of Fig. 4 is the effective power absorbed by the NW in each 
case, which permits to isolate the role of the immersion 
medium only in terms of heat dissipation. The role of the 
dissipative media on the shape of the Raman spectrum of Si 
NWs has been evidenced in [19, 24]. 



Fig. 5 3D plot representing the temperature in a free standing NW as 
a function of laser power, and NW diameter. The temperature for the 
different laser powers follows the absorption resonances. The simula
tion is done for 5 um long NWs, laser wavelength 632.8 nm, and laser 
impact on the center of the NW 

6 Influence of the NW dimensions 

The dimensions of the NW, both diameter and length, play 
a relevant role on the NW heating. As shown previously, 
the NW diameter determines the physical parameters, such 
as the absorption efficiency, and the thermal conductivity. 
Once the laser impacts on the NW, the heat is distributed 
over the NW reaching the equilibrium between the absorbed 
and dissipated energy. Therefore, the temperature reached 
by the NW is also tributary of the NW dimension. The laser 
induced heating of a free standing NW as a function of the 
NW diameter and length is summarized in Figs. 5 and 6, re
spectively. In both cases, the NW was in the center of the 
laser beam spot. The temperature reached by the NW under 
the laser beam excitation is the consequence of the reduced 
thermal conductivity, the poor heat dissipation, and the dif
ferent laser energy absorbed, both because of the absorption 
volume, but also because of the diameter dependence of the 
optical absorption efficiency, Qa, Fig. 2. Figure 5 shows the 
temperature reached by the NW as a function of its diame
ter and the laser power; one observes that the temperature of 
the NWs does not follow a simple dependence with the NW 
diameter, but it is modulated by the Qa. Regarding the NW 
length, one observes that for NWs with the same diameter 
the temperature decreases as the length increases, because 
the larger the surface and volume, the better the heat dissi
pation. Under the excitation, conditions used for this simu
lation (laser power at focus of 200 |iW), while short NWs 
have a poor radiative-convective dissipation and can reach 
higher temperature; the temperature reached by the longer 

Fig. 6 3D plot representing the temperature in free standing NWs as 
a function of the NW diameter and length; the temperature follows 
the absorption resonances. It decreases with increasing the NW length 
because of the higher dissipation when the NW volume increases. The 
simulation is done, laser wavelength 514.5 nm, 200 uW power, and 
laser impact on the center of the NW 

NWs can be hundreds of degrees lower than the one reached 
by short NWs under those excitation conditions. Note that, 
due to the large increase in volume and increased dissipa
tion surface, the longer the NW the lower the influence of 
the diameter. 

7 NWs with heat sinks 

The situation changes in the case of a NW anchored to 
the substrate, or suspended NWs with the ends linked to a 
substrate, which is a common configuration for electronic 
devices as is the case of NWs with two electric contacts, 
or NWs mounted on a thermal bridge for thermal conduc
tivity measurements. Under these experimental assemblies, 
the heat transfer is carried out not only by the convec-
tive/radiative (Neumann conditions) heat exchange through 
the lateral surface of the NWs, similar to the free standing 
NWs, but also by conduction heat exchange either through 
the base of the NW linked to the substrate, or the side con
tact with the heat sink (Fig. 7a) (Dirichlet boundary condi
tions). The convective/radiative heat exchange plays a less 
relevant role as compared to the thermal transport through 
the heatsinks. In this situation, the thermal resistance be
tween the NW and the heatsink is critical. This is one of the 
main difficulties when using thermal bridges for measuring 
the thermal conductivity of the NWs, because the thermal 
resistance at the contact parts can blurry the data. Figure 7b 



Fig. 7 (a) Scheme of NWs linked to the substrate by one of the ends, 
and suspended NWs in two metallic pads, (b) Temperature vs. NW 
length and thermal conductivity for a NW linked to the substrate by 
one of the ends considered as an ideal heatsink (Dirichlet boundary 
condition). One observes the paramount role played in this case by the 
thermal conductivity of the NWs; the temperature is enhanced by the 
combination of low thermal conductivity and long NWs. The NWs are 
37 nm diameter, the laser wavelength 514.5 and 200 uW power. The 
laser impacts in the center of the NWs 

shows the temperature reached by a 37 nm diameter NW an
chored to the substrate by one of the ends, as a function of 
the NW length and the thermal conductivity; the substrate 
temperature is settled up at 300 K constituting the bound
ary condition. Note that in a configuration of this type, the 
thermal transport to the heatsink is dominated by the thermal 
conductivity, a property, which for a given NW diameter, can 
take very different values depending on the characteristics of 
the NW surface. One observes that short NWs reach lower 
temperature than long NWs, and that the reduction of the 
thermal conductivity enhances the NW temperature, espe
cially for long NWs, which constitutes an opposite behavior 
with respect to the free standing NWs; in fact, in free stand
ing NWs the temperature reached by the NW depends on 
the NW dimensions and the heat dissipation through the im
mersion medium, while in the NWs with heatsinks, the heat 
transport across the NW becomes the relevant dissipation 
mechanism. Because of the thermal conduction through the 
base of the NW toward the substrate the short NWs accumu

late less heat than long NWs and, therefore, the temperature 
reached is lower than for long NWs. Anyway, the tempera
tures calculated are much lower than the corresponding tem
peratures calculated for the equivalent free standing NWs. 
Nevertheless, the experimental observations point to higher 
temperatures than those calculated here [24], which suggests 
the existence of thermal boundary resistances (TBR) at the 
interface between the NW and the substrate [49]. Actually, 
we have just considered that the interface between the NW 
and the substrate is free of TBR. 

8 Position of the NW inside the beam spot 

Before discussing the temperature distribution in suspended 
NWs, we will discuss the influence of the position of the NW 
with respect to the laser beam axis. As mentioned above, the 
NW diameter is generally more than one order of magni
tude smaller than the laser beam spot diameter; this point 
presents a high relevance for the characterization of NWs 
with laser beams. Because of the Gaussian distribution of the 
laser power, the energy absorbed by the NW must strongly 
depend on the position of the NW inside the focused laser 
beam spot. This is the reason why we do not use the com
mon term of the incident laser power density; it does not 
make sense in the case of objects much smaller than the 
laser beam, which has a Gaussian power profile. On the 
other hand, one should note that the NWs diameters are be
low the diffraction limit; therefore, they cannot be resolved 
in the optic microscope, which makes difficult to achieve a 
perfect alignment of the NW and the laser beam. Therefore, 
the study of the influence of the position of the NW with 
respect to the laser beam axis is essential to understand the 
temperature increase of the NWs under the excitation with 
the laser beam. The temperature reached by the NW when 
the laser line scan crosses transversally the NW is summa
rized in Fig. 8. One observes large temperature differences 
in the NW temperature according to its relative position with 
respect to the laser beam. This suggests that it is difficult to 
compare measurements on NWs, which the positions inside 
the laser beam are not equivalent, which is the usual situa
tion when exciting ensembles of NWs with the laser beam. 

9 Temperature distribution inside the NWs 

A very important point concerns the temperature distribu
tion inside the NW when excited with the laser beam. The 
temperature gradients are determined by the thermal con
ductivity and the heat sinks. One has to distinguish between 
the temperature gradients generated over the full NW, and 
the local temperature gradients restricted to the region of 



the NW under laser illumination, which is the region of in
terest for optical measurements. While the temperature dis
tribution over the full NW is useful for the estimation of 
the thermal conductivity of the NWs, the second gradient is 
crucial for the understanding of the spectroscopic data under 
study. For example, the Raman signal is exclusively gener
ated at the region of the NW where the laser beam impacts. 
This very local gradient has been assumed by some authors 
in the order of a few hundred K/\im [22], however, there 
is not evidence that could support this assertion, other than 
the anomalous large Raman band measured in bundles of 
NWs. We have estimated the temperature distribution inside 
the NW, varying the thermal conductivity down to the small

est values reported for rough NWs [2]. Figure 9a shows the 
temperature profiles calculated as a function of the thermal 
conductivity for a free standing NW with the laser beam im
pacting on the center of the NW. The case of a NW with 
two heatsinks at the two ends of the NW is illustrated in 
Fig. 9b. The relevant result is that the temperature gradient 
at the laser beam diameter scale is only a few degrees, even 
for the NWs with the lowest thermal conductivity; therefore, 
in view of those results, one can argue that the temperature 
in the illuminated volume is roughly homogeneous, and one 
cannot expect large temperature gradients at such dimension 
scale, ~ 1 um. 
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Fig. 8 Temperature in the center of the NW (37 nm diameter and 5 |̂ m 
long) as a function of the position of the NW with respect to the axis of 
the laser beam spot (see the inset). The laser wavelength was 514.5 nm, 
the laser power 200 JIW, and the laser beam diameter was 1 |̂ m 

10 Suspended NWs 

The ideal configuration for measuring thermal conductivi
ties using thermal bridges, and for most of the electronic 
devices, consists of NWs suspended in between two metal
lic resistor/electrode pads. This configuration has been used 
for measuring the thermal conductivity of NWs [12, 33-37]. 
The temperature distribution along the suspended part of a 
one-dimensional structure under a local laser beam excita
tion, which the position is scanned along the NW, was de
duced by Hsu et al. [33], as to present a parabolic form ac
cording to the following expression: 

P (x1 Lx\ 
AT(x) = _ + _ (4) 

This approach has subsequently been used for semiconduc
tor NWs [34, 37], where P is the power absorbed by the 
NW, L the length of the suspended part, A the cross section 

585 440 i 

Fig. 9 (a) Temperature distribution along a free standing NW (37 nm 
diameter and 5 jam long) with different values of the thermal conduc
tivity, ranging from the estimated one for a smooth NW to the lowest 
thermal conductivity estimated for very rough NWs. The laser beam 
(200 jiW and 514.5 nm) impacts on the center of the NW (b) Temper

ature distribution along the NWs simulated in (a) but with two ideal 
heatsinks at the ends. The laser beam is here 500 JIW with respect to 
the 200 jiW for free standing NW of (a). Note in both figures the small 
temperature gradient at the scale of the laser beam spot 
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Fig. 10 Temperature as a function of the laser beam position along 
a suspended NW with two ideal heatsinks at the ends (symbols). The 
calculation is done for three different values of the thermal conductivity 
and a laser power of 200 |̂ W (514.5 nm). The lines are the fits to the 
parabola distribution described by Eq. (4) [33] 

of the NW, K the thermal conductivity, and x the coordinate 

of laser impact. For the estimation of the absorbed power, 

one needs to calculate the absorption efficiency, and also 

one needs to know the position of the NW with respect to 

the laser beam according to our previous considerations. By 

calculating the temperature reached by the suspended part 

of the NW when the laser beam is scanned along the NW, 

following a scan line perfectly aligned with the NW, one 

obtains the parabola estimated by Hsu et al. [33], which is 

an excellent validation of our procedure. The shape of the 

parabola depends on intrinsic factors as the thermal conduc

tivity of the NW, and on extrinsic factors as the size of the 

NW and the thermal resistance of the contact between the 

NW ends and the supporting substrate. Figure 10 shows the 

results of the simulation for different thermal conductivities 

for a suspended NW with dimensions of 5 /xm in length and 

a diameter of 37 nm, with 4.5 um in the suspended part of 

the NW [48], which agree with the parabola predicted by 

Hsue ta l . [33]. 

11 Ensembles of NWs 

The above results are relevant to the optical measurements 

on ensembles of NWs. In fact, when several NWs are be

ing simultaneously probed by the laser beam, each of them 

are not excited under the same conditions, but the excita

tion conditions for each NW depend on their relative posi

tion with respect to the laser beam axis, and also on their 

own diameters, and the position over the length of the NW 

where the laser beam impacts; all these factors are sources 

of dispersion, which must be reflected in the temperatures 

reached by the different NWs. Besides, the strong depen
dence of the NWs properties with the dimension can also 
contribute to reach different temperatures between the NWs 
simultaneously excited by the laser beam. The consequence 
of this is a very inhomogeneous temperature distribution in
side the volume excited by the laser beam; but not because 
of the large temperature gradients inside the NWs, which we 
have shown that are almost negligible, but because of the 
very different temperatures that can be reached by the NWs, 
depending on their dimensions, and position inside the laser 
beam spot. To illustrate this, the temperature reached by four 
identical NWs aligned parallel, for geometric simplicity, and 
probed by the laser beam was calculated for different posi
tions of the laser beam with respect to the NWs. One ob
serves significant temperature differences between the four 
NWs depending on their relative positions, and also signifi
cant changes in the temperature as the laser spot is scanned 
across the four NWs, Fig. 11; e.g., depending on the position 
of the laser beam with respect to the NWs they can reach 
maximum temperature of 550 K and minimum of 335 K, 
which are transformed to 470 K and 380 K when the laser 
beam is moved only by 0.1 um, across the bundle of NWs. 
This clearly evidences that the volume under excitation is 
very inhomogeneous, in the sense that the NWs are excited 
under different incident powers, which should be reflected 
in the temperature of each NW; this means that the optical 
output signal (Raman, PL, etc.) of bundles of NWs under 
the laser excitation, can present an almost unsolvable disper
sion. This example illustrates how the excitation of bundles 
of NWs by a laser beam focused through an optical micro
scope results in very inhomogeneous excitation conditions 
for the different NWs composing the population under exci
tation, which necessarily blurs the interpretation of the out
put optical signal data extracted from the measurement. We 
have here focused only on the thermal aspects of the interac
tion between the laser beam and the NWs; nevertheless the 
difference in the excitation conditions can also affect other 
properties beyond the purely thermal aspect. 

12 Conclusions 

Focused laser beams impacting semiconductor NWs consti
tute local heat sources that enhance the NW temperature. 
The analysis of this effect has been carried out using finite 
element methods (FEM) for solving the heat transfer equa
tion inside the NW. The temperature distribution inside the 
NWs is demonstrated to be dependent on intrinsic factors as 
the thermal conductivity of the NWs and extrinsic factors, as 
the dimension of the NWs, immersion media, and excitation 
configuration. It is demonstrated that high temperatures can 
be reached in NWs excited with moderate laser powers, as 
those used in typical microRaman or microPL experiments. 
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tions are shown, (a) and (b), showing the very different temperatures 
that can be reached by the NWs 

Significant differences are revealed between the behavior of 
free standing and heatsink NWs. A very important aspect 
concerns the temperature gradients at the scale of the laser 
beam, which are demonstrated to be very small, even for 
the most unfavorable case of very rough NWs with strongly 
suppressed thermal conductivity. Finally, one reveals that 
ensembles of NWs excited with the laser beam constitute 
very inhomogeneous media, which suggests that the mea
surements carried out with ensembles of NWs excited by 
focused laser beams are strongly conditioned by such a lack 
of homogeneity. An application of this analysis to the mi-
croRaman spectroscopy of Si NWs will be the subject of a 
forthcoming work. 
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